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#1. The presented painted area has various types of deterioration, mostly salt efflorescence
(flakes, crusts, crystalized dots), plaster delamination, powdering, paint flaking, and
powdering.

Note: The condition is critical, deterioration is on-going, however, based on the monitoring
undertaken in 2022-2023 deterioration rate is relatively slow. There is a high risk of
superficial salt veil loss.

mocemuli monakveTi xasiaTdeba dazianebis sxvadasxva formiT. umetesad
gavrcelebulia gamomarileba (nafifqi, qerqi, kristaluri wertilebi),
nalesobis gafxviereba, ganSreveba, ferweris aqercvla, gafxviereba.

SeniSvna: mdgomareoba kritikulia da dazianeba mimdinarea, Tumca 2022
-2023 wlis monitoringis Sedegebis mixedviT kedlis mxatvrobis am
nawilze dazianebis gauaresebis procesi SedarebiT ufro nelia.
maRalia zedapiruli marilis nadebis Camovardnis riski.

#2. The presented painted area shows adhesion failure (delamination) between
plaster layers as well as primary support and plaster layer. Vibration of the
delaminated area can be detected even with a gentle touch (manual assessment of
the detachment).

Note: Based on the visual monitoring (2020-2023) the condition is critical and
on-going (deterioration rate is slow).

mocemul monakveTze nalesobasa da safuZvels Soris kavSiri
dakargulia (vlindeba mravlobiTi ganSrevevbebi, rogorc
nalesobebs, ise safuZvelsa da nalesobas Soris).  nalesoba
frTxili, fizikuri zemoqmedebis Sedegad (manualuri kvlevis
meTodi) moZraobs.

SeniSvna: vizualuri monitoringis (2020-2023) safuZvelze,
SesaZloa iTqvas, rom mdgomareoba kritikuli da mimdinarea
(dazianebis dinamika - neli).

#3. The presented painted area shows loss of plaster layer. The
delamination between primary support and plaster layer and salt
efflorescence can also be observed. The plaster has a cohesion
failure - powdering problem within the layer.

Note: Based on the visual monitoring (2020-2023) the condition is
critical and on-going.

There is a high risk of plaster loss.

mocemul monakveTze nalesoba nawilibriv
dakargulia, danakargis mimdebared nalesobasa da
safuZvels Soris kavSiri dakargulia. nalesobas
aqvs kohiziuri problema  - fena gafxvierebulia.

SeniSvna: vizualuri monitoringis (2020-2023)
safuZvelze, SesaZloa iTqvas, rom mdgomareoba
kritikuli da mimdinarea. maRalia nalesobis
danakargis riski.

Critical areas, need to be monitored
kritikuli monakveTebi

Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi

aRmosavleTis Wrili
East section
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Critical areas, need to be monitored
kritikuli monakveTebi

Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi

#6

#4. The presented painted area has various types of salt deterioration. Mainly salts
are presented in form of flakes and crust.  Salt deterioration is widespread in
combination with following condition phenomena: paint flaking and powdering as
well as plaster delamination and powdering.

Note: Until July 2023, due to the limited access to the east arm condition of the wall
paintings was not observed and assessed thoroughly, therefore, activity of the
deterioration process needs to be determined in the following monitoring missions.

kedlis mxatvrobis am nawilSi vlindeba gamomarilebis sxvadasxva
tipi. ZiriTadad marils vxvdebiT nafifqisa da qerqis saxiT.
gamomarilebasTan erTad gavcelebulia ferweruli fenis
aqercvla, gafxviereba da nalesobis fenis ganSreveba, gafxivereba.

SeniSvna: aRmosavleT mklavSi SezRuduli wvdomis gamo kedlis
mxatvrobis mdgomareobis axlodan Sefaseba 2023 wlis ivlisis
CaTvliT ar ganxorcielebula. aRmosavleTi mklavis ferweruli
monakveTebis dazianebis mimdinareobis/aqtiurobis procesis
gansazRvra unda moxdes Semdgomi monitoringis misiebSi.

#6. The presented area has several condition phenomena: Main deteriorations are related to salt
activity, flaking and powdering of paint layers, delamination and powdering of plaster layers.

Note: Based on the monitoring missions undertaken in December 2022, March, April, July and
October 2023, the wall painting deterioration process is active. The state of the condition is
critical and there is a high risk of paint loss.

mocemul monakveTze vxvdebiT gamomarilebis sxvadasxva tips, nalesobis
ganSrevabas da gafxvirebas, ferweruli fenis aqercvla, gafxvierebis rTul
formebs.
SeniSvna: 2022 wlis dekemberSi, 2023 wlis martSi, aprilSi, ivlissa da
oqtomberSi ganxorcielebuli misiebis safuZvelze dgindeba, rom kedlis
mxatvrobis dazianebis procesi kvlav aqtiuria. mdgomareoba kritikulia da
maRalia mxatvrobis dakargvis riski.

#8. The presented painted area has severe
paint layer deterioration. Adhesion failure
between plaster and large fragment of the paint
layer is evident on the faces and hands of the
figures (skin parts). No other visible
deterioration can be detected.

The condition is critical and there is a high risk
of paint loss.

Note: Partial loss of paint layer has happened
before 2017. Based on the existed data
deterioration can be considered stable but
critical. However, for better understanding the
activity of the deterioration process (flaking),
there is a need proceed following
monitoring missions.

mocemul monakveTze ferweruli
fenis rTuli formis dazianebas -
adhiziuri kavSiris morRvevas
vxvdebiT. figurebis portretebze da
xelebze Cans nalesobas mocilebuli
ferweruli fenis didi fragmentebi.

mdgomareoba kritikulia da maRalia
ferweris dakargvis riski.
SeniSvna: ferweruli fenis
nawilobrivi danakargi 2017 wlamde
moxda, arsebul masalaze dayrnobiT
dazianeba stabilurad Seileba
CaiTvalos, Tumca dazianebis
(aqercvlis)
mimdinareobis/aqtiurobis procesis
ukeT gansazRvra unda moxdes
Semdgomi monitoringis misiebSi.

#5. The presented painted area has
following condition phenomena: paint layer
and salt deterioration, delamination and
powdering of plaster layer.

Note: Condition of plaster layer is critical,
there is a high risk of plaster loss. Activity of
the deterioration process needs to be
determined in the following
monitoring missions.

mxatvrobis am nawilze SeiniSneba
gamomarileba, nalesobis
ganSreveba, gafxviereba da
ferweruli fenis dazianebebi.

SeniSvna: dazianebebi kritikul
mdgomareobaSia da maRalia
mxatvrobis mqone Selesilobis
Camovardnis riski. dazianebis
mimdinareobis/aqtiurobis
procesis gansazRvra unda moxdes
Semdgomi monitoringis misiebSi.
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#8

Critical areas, need to be monitored
kritikuli monakveTebi

Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi

#4. The presented painted area has various types of salt deterioration. Mainly salts
are presented in form of flakes and crust.  Salt deterioration is widespread in
combination with following condition phenomena: paint flaking and powdering as
well as plaster delamination and powdering.

Note: Until July 2023, due to the limited access to the east arm condition of the wall
paintings was not observed and assessed thoroughly, therefore, activity of the
deterioration process needs to be determined in the following monitoring missions.

kedlis mxatvrobis am nawilSi vlindeba gamomarilebis sxvadasxva
tipi. ZiriTadad marils vxvdebiT nafifqisa da qerqis saxiT.
gamomarilebasTan erTad gavcelebulia ferweruli fenis
aqercvla, gafxviereba da nalesobis fenis ganSreveba, gafxivereba.

SeniSvna: aRmosavleT mklavSi SezRuduli wvdomis gamo kedlis
mxatvrobis mdgomareobis axlodan Sefaseba 2023 wlis ivlisis
CaTvliT ar ganxorcielebula. aRmosavleTi mklavis ferweruli
monakveTebis dazianebis mimdinareobis/aqtiurobis procesis
gansazRvra unda moxdes Semdgomi monitoringis misiebSi.

#6. The presented area has several condition phenomena: Main deteriorations are related to salt
activity, flaking and powdering of paint layers, delamination and powdering of plaster layers.

Note: Based on the monitoring missions undertaken in December 2022, March, April, July and
October 2023, the wall painting deterioration process is active. The state of the condition is
critical and there is a high risk of paint loss.

mocemul monakveTze vxvdebiT gamomarilebis sxvadasxva tips, nalesobis
ganSrevabas da gafxvirebas, ferweruli fenis aqercvla, gafxvierebis rTul
formebs.
SeniSvna: 2022 wlis dekemberSi, 2023 wlis martSi, aprilSi, ivlissa da
oqtomberSi ganxorcielebuli misiebis safuZvelze dgindeba, rom kedlis
mxatvrobis dazianebis procesi kvlav aqtiuria. mdgomareoba kritikulia da
maRalia mxatvrobis dakargvis riski.

#8. The presented painted area has severe
paint layer deterioration. Adhesion failure
between plaster and large fragment of the paint
layer is evident on the faces and hands of the
figures (skin parts). No other visible
deterioration can be detected.

The condition is critical and there is a high risk
of paint loss.

Note: Partial loss of paint layer has happened
before 2017. Based on the existed data
deterioration can be considered stable but
critical. However, for better understanding the
activity of the deterioration process (flaking),
there is a need proceed following
monitoring missions.

mocemul monakveTze ferweruli
fenis rTuli formis dazianebas -
adhiziuri kavSiris morRvevas
vxvdebiT. figurebis portretebze da
xelebze Cans nalesobas mocilebuli
ferweruli fenis didi fragmentebi.

mdgomareoba kritikulia da maRalia
ferweris dakargvis riski.
SeniSvna: ferweruli fenis
nawilobrivi danakargi 2017 wlamde
moxda, arsebul masalaze dayrnobiT
dazianeba stabilurad Seileba
CaiTvalos, Tumca dazianebis
(aqercvlis)
mimdinareobis/aqtiurobis procesis
ukeT gansazRvra unda moxdes
Semdgomi monitoringis misiebSi.

#5. The presented painted area has
following condition phenomena: paint layer
and salt deterioration, delamination and
powdering of plaster layer.

Note: Condition of plaster layer is critical,
there is a high risk of plaster loss. Activity of
the deterioration process needs to be
determined in the following
monitoring missions.

mxatvrobis am nawilze SeiniSneba
gamomarileba, nalesobis
ganSreveba, gafxviereba da
ferweruli fenis dazianebebi.

SeniSvna: dazianebebi kritikul
mdgomareobaSia da maRalia
mxatvrobis mqone Selesilobis
Camovardnis riski. dazianebis
mimdinareobis/aqtiurobis
procesis gansazRvra unda moxdes
Semdgomi monitoringis misiebSi.

#8



grafikuli dokumentacia  / Graphic Documentation
kedlis mxatvrobis dazianebebis ruka

Wall painting condition map

gelaTis samonastro
kompleqsi RvTismSoblis

Sobis taZari

Church of the Nativity of
Virgin Mary

wyaro: saqarTvelos kulturuli memkvidreobis
dacvis erovnuli saagento

Source: Georgian National Agency for Cultural  Heritage
Preservation

kritikuli arealebi
Critical areas

4/5

01
0.5

42 8 106

#9. The presented painted area shows adhesion failure (delamination) between primary support and
plaster layer. Vibration of the delaminated area can be detected even with gentle touch (manual
assessment of the detachment). Repair materials used in remedial interventions in 1980s has cracks and
are detached from the vault (stone masonry) together with original plaster.

Note: Based on the visual monitoring (2020-2023) the condition is critical, but stable (no visible change
since 2017). Nevertheless, there is a high risk of painted plaster loss.

mocemul monakveTze nalesobasa da safuZvels Soris kavSiri dakargulia. nalesoba
mocilebulia kamaris qvis wyobas. nalesoba frTxili, fizikuri zemoqmedebis Sedegad
(manualuri kvlevis meTodi) moZraobs. 1980-ian wlebSi nalesobis kideebis
gamagrebisTvis gamoyenebuli Selesiloba (qimi)  dabzarulia da original
mxatvrobasTan erTad mocilebulia kedels.

SeniSvna: vizualuri monitoringis (2020-2023) Sedegad SeiZleba iTqvas, rom dazianeba
kritikuli, Tumca stabiluria (vizualuri cvlileba ar SeiniSneba 2017 wlis Semdgom).
miuxedavad amisa, maRalia mxatvrobis mqone nalesobis dakargvis riski.

#12. The presented painted area has various types of salt deterioration. Mainly salts are presented
in form of flakes and crust.  Salt deterioration is widespread in combination with following
condition phenomena: paint flaking and powdering as well as plaster delamination and powdering.
In given areas there is temporary stabilisation as well as vulnerable areas exposed.
Note: The condition of the paintings is critical, deterioration is on-going (change is relatively
slow). The risk of further plaster loss is high.

kedlis mxatvrobis am nawilSi vlindeba gamomarilebis sxvadasxva tipi.
ZiriTadad marils vxvdebiT nafifqisa da qerqis saxiT. gamomarilebasTan erTad
gavcelebulia ferweruli fenis aqercvla, gafxviereba da nalesobis fenis
ganSreveba, gafxivereba. garkveuli monakveTi gadaudebeli Carevis farglebSi
gamagrebulia, Tumca nawili kritikuli areebisa Riaa.
SeniSvna: mxatvrobis mdgomareoba kritikulia, dazianeba mimdinarea (cvlileba
SedarebiT neli). maRalia nalesobis danakargis riski.

#10.The presented painted area has following condition phenomena: paint layer and salt
deterioration, delamination and powdering of plaster layer.
Note: Condition of plaster layer is critical, deterioration is on-going, there is a high risk of plaster loss.
Detailed activity of the deterioration process needs to be determined in the following
monitoring missions.

mxatvrobis am nawilze SeiniSneba gamomarileba, nalesobis ganSreveba, gafxviereba da
ferweruli fenis dazianebebi.
SeniSvna: dazianebebi kritikul mdgomareobaSia da maRalia mxatvrobis mqone
Selesilobis Camovardnis riski. dazianebis detaluri mimdinareobis/aqtiurobis
procesis gansazRvra unda moxdes Semdgomi monitoringis misiebSi

#11. The presented painted area has various types of salt deterioration. Salt
deterioration is widespread in combination with following condition phenomena:
paint flaking and powdering as well as plaster delamination and powdering. In
given areas there is temporary stabilisation as well as vulnerable areas exposed.

Note: The condition of the paintings is critical, deterioration active (change is fast).
There is active loss of small plaster and paint fragments (accumulated on the floor).
The risk of further plaster loss is high.

kedlis mxatvrobis am nawilSi vlindeba gamomarilebis sxvadasxva
tipi. gamomarilebasTan erTad gavcelebulia ferweruli fenis
aqercvla, gafxviereba da nalesobis fenis ganSreveba, gafxivereba.
didi monakveTi gadaudebeli Carevis farglebSi gamagrebulia, Tumca
nawili kritikuli areebisa Riaa.
SeniSvna: mxatvrobis mdgomareoba kritikulia, dazianeba aqtiuri
(swrafi cvlilebebi). nalesobis mcire fragmentebis cvena
(akumulirebulia iatakze). maRalia nalesobis danakargis riski

#13. The presented painted area shows delamination between
primary support and plaster layer. Salt efflorescence can also be
observed. The plaster has a cohesion failure - powdering
problem within the layer. Vibration of the delaminated area can
be detected even with gentle touch (manual assessment of the
detachment). In 2019 this area was stabilised.

Note: Based on the visual monitoring (2019-2023) the condition
is critical and on-going (deterioration rate slow). Detailed
activity of the deterioration process needs to be determined in
the following monitoring missions. There is a high risk of plaster
loss.
mocemul monakveTze nalesoba nawilibriv
dakargulia, danakargis mimdebared nalesobasa da
safuZvels Soris kavSiri dakargulia. nalesobas aqvs
kohiziuri problema  - fena gafxvierebulia.
nalesoba mocilebulia qvis wyobas. nalesoba
frTxili, fizikuri zemoqmedebis Sedegad (manualuri
kvlevis meTodi) moZraobs. 2019 wels aRniSnuli
monakveTebi gamagrda.

SeniSvna: vizualuri monitoringis (2019-2023)
safuZvelze, SesaZloa iTqvas, rom mdgomareoba
kritikuli da mimdinarea. maRalia nalesobis
danakargis riski. dazianebis detaluri
mimdinareobis/aqtiurobis procesis gansazRvra unda
moxdes Semdgomi monitoringis misiebSi

dasavleTis Wrili
West section

Sedgenis TariRi
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#9

#11

#12

#13

Critical areas, need to be monitored
kritikuli monakveTebi

Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi

#7.  The presented painted area has following condition phenomena: flaking and
powdering of paint layer, delamination and powdering of plaster layer. Salt
efflorescence (mostly flakes and crusts). The area has been treated (paint layer
stabilisation, salt reduction) in 2019 and 2021-22.
Note: Condition of painting is critical, deterioration is active, there is a high risk of
paint loss.

mxatvrobis am nawilze SeiniSneba gamomarileba, nalesobis ganSreveba,
gafxviereba da ferweruli fenis aqercvla, gafxviereba. aRniSnuli
monakveTebi gamagrda (feris gamagreba da marilebis mocileba) 2019
da 2021-2022 wlebSi.
SeniSvna: dazianebebi kritikul mdgomareobaSia, aqtiuria dazianebis
procesi. maRalia mxatvrobis dakargvis riski.
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#17.The presented painted area has severe paint layer deterioration. 
Adhesion failure of the paint layer is revealed in a form of flaking and blistering. 
There is open and closed delamination of the plaster in local areas. The deteriorated 
paint layer is observed on the area of repainting (possible use of oil and varnish, 
which makes deterioration forms more complex).

Note: Until July 2023, due to the limited access to the east arm condition of the wall
paintings was not observed and assessed thoroughly, therefore, activity of the
deterioration process needs to be determined in the following monitoring missions.

kedlis mxatvrobis am nawilSi vlindeba ferweruli fenis
dazianebis mZime formebi kompoziciis TiTqmis mTlian zedapirze,
dazianeba ZiriTadad vlindeba ferweris fenis aqercvlis da
burcvis saxiT. aseve SesamCnevia nalesobis Ria da daxuruli
ganSrevebis lokaluri monakveTebi. kedlis mxatvrobis am
monakveTs etyoba gviani SekeTebis, kerZod gadaxatvis kvali,
savaraudod gamoyenebulia zeTovani saRebavi da laqi, rac kidev
ufro amZimebs dazianebas.

SeniSvna: aRmosavleT mklavSi wvdomis limitaciis mizeziT kedlis
mxatvrobis mdgomareobis axlodan Sefaseba 2023 wlis ivlisis
CaTvliT ar ganxorcielebula. aRmosavleTi mklavis ferweruli
monakveTebis dazianebis mimdinareobis/aqtiurobis procesis
gansazRvra unda moxdes Semdgomi monitoringis misiebSi.

#16. The presented area has various types of salt deterioration. Mainly salts are presented in
form of flakes and crust.  Salt deterioration is widespread in combination with following
condition phenomena: paint flaking and powdering, plaster delamination and powdering.

Note: Condition is critical, deterioration is on-going (deterioration rate relatively slow).  There
is a risk of paint loss together with salts.

kedlis mxatvrobis am nawilSi vlindeba gamomarilebis sxvadasxva tipi.
ZiriTadad marils vxvdebiT nafifqisa da qerqis saxiT. gamomarilebasTan
erTad gavcelebulia ferweruli fenis aqercvla, gafxviereba da
nalesobis fenis ganSreveba, gafxviereba.
SeniSvna: mdgomareoba kritikulia. dazianebis procesi nela mimdinareobs.
maRalia marilebTan erTad mxatvrobis dakargvis riski.

#14. The presented painted area has various types of salt deterioration. Mainly salts are presented in form of
flakes and crust.  Salt deterioration is widespread in combination with following condition phenomena: paint
flaking and powdering as well as plaster delamination and powdering.

Note: Based on the monitoring, condition is critical, deterioration is active.  There is a high risk of paint and
plaster loss.

kedlis mxatvrobis am nawilSi vlindeba gamomarilebis sxvadasxva tipi. ZiriTadad
marils vxvdebiT nafifqisa da qerqis saxiT. gamomarilebasTan erTad gavcelebulia
ferweruli fenis aqercvla, gafxviereba da nalesobis fenis ganSreveba, gafxivereba.

SeniSvna: monitoringze dayrdnoiT SesaZloa iTqvas, rom mdgomareoba kritikulia.
dazianebis procesi aqtiuria. maRalia nalesobisa da mxatvrobis dakargvis riski.

#15. The presented painted area has various types of salt
deterioration. Mainly salts are presented in form of flakes and crust.
Salt deterioration is widespread in combination with following
condition phenomena: paint flaking and powdering.

Note: Condition is critical, deterioration is on-going (deterioration
rate relatively slow).  There is a risk of paint loss together with salts.

kedlis mxatvrobis am nawilSi vlindeba
gamomarilebis sxvadasxva tipi. ZiriTadad
marils vxvdebiT nafifqisa da qerqis saxiT.
gamomarilebasTan erTad gavcelebulia
ferweruli fenis aqercvla, gafxviereba.
SeniSvna: mdgomareoba kritikulia. dazianebis
procesi nela mimdinareobs. maRalia
marilebTan erTad mxatvrobis dakargvis riski.

CrdiloeTis Wrili
North section

Sedgenis TariRi
16.10.2023

#14

#15

#16

Critical areas, need to be monitored
kritikuli monakveTebi

Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi

#18. The presented painted area has following condition
phenomena: paint layer flaking and salt efflorescence
(flakes).
Note: Condition of paint is critical, deterioration is active,
there is a high risk of plaster loss.

mxatvrobis am nawilze SeiniSneba gamomarileba
da ferweris fenis aqercvla.
SeniSvna: dazianebebi kritikul
mdgomareobaSia, dazianeba aqtiuria da
maRalia ferweruli denis dakargvis riski.
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#19

Critical areas, need to be monitored
kritikuli monakveTebi

Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi

#19. The presented painted area shows loss of plaster layer. The delamination between primary support and 
plaster layer  can  be observed. The plaster has a cohesion failure - powdering problem within the layer.

Note: Based on the visual monitoring (2020-2023) the condition is stabile, however there is a high risk of painted
plaster loss due to the mechanical damage

mocemul monakveTze nalesoba nawilibriv dakargulia, danakargis mimdebared nalesobasa da
safuZvels Soris kavSiri dakargulia. nalesobas aqvs kohiziuri problema  - fena gafxvierebulia.

SeniSvna: vizualuri monitoringis (2020-2023) safuZvelze, SesaZloa iTqvas, rom mdgomareoba
stabiluria, Tumca meqanikuri zemoqmedebis Sedegad  maRalia nalesobis danakargis riski.
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kedlis mxatvrobis dazianebebis ruka

Wall painting condition map

kritikuli arealebi
Critical areas

#20

#20. The presented painted area shows loss of plaster layer. The delamination between primary support and 
plaster layer  can  be observed. The plaster has a cohesion failure - powdering problem within the layer.

Note: Based on the visual monitoring (2020-2023) the condition is critical,  there is a high risk of painted plaster loss
due to the mechanical damage

mocemul monakveTze nalesoba nawilibriv dakargulia, danakargis mimdebared nalesobasa da
safuZvels Soris kavSiri dakargulia. nalesobas aqvs kohiziuri problema  - fena gafxvierebulia.

SeniSvna: vizualuri monitoringis (2020-2023) safuZvelze, SesaZloa iTqvas, rom mdgomareoba
arastabiluria,meqanikuri zemoqmedebis Sedegad maRalia nalesobis dakargvis riski.

Critical areas, need to be monitored
kritikuli monakveTebi

Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi
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kritikuli arealebi
Critical areas

#21.1

#21.2

#21.1. The presented painted area shows cohesion failure between the original plaster and edge repair.
Note: Based on the visual monitoring (2020-2023) the condition is stable, however, due to the type
of deterioration there is a high risk of  loss

mocemul monakveTze nalesobasa da nalesobis gamagrebisTvis gakeTebul  qims Soris kavSiri dakargulia.

SeniSvna: vizualuri monitoringis (2020-2023) safuZvelze,

SesaZloa iTqvas, rom mdgomareoba stabiluria,Tumca dazianebis tipidan gamomdinare arsebobs axali
danakargis maRali riski.

# 21.1. The presented painted area shows partial loss of 
edge repair.The delamination between primary

support and plaster layer  can also be observed.

Note: Based on the visual monitoring (2020-2023) the
condition is critical and on-going,
mocemul monakveTze dakargulia nalesobis qimi,
aseve   nalesobasa da safuZvels Soris vlindeba
ganSreveba.

SeniSvna: vizualuri monitoringis (2020-2023)
mixedviT gauaresebis procesi kritikuli da
mimdinare.Critical areas, need to be monitored

kritikuli monakveTebi
Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi
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Wall painting condition map

# 21.3 The presented painted area shows various types of deterioration phenomenas, such as 
salt efflorescence and plaster powdering. The most important

 is that there is a permanent loss of painted plaster

Note: there is a high risk of painted plaster loss

mocemul monakveTze vlindeba dazianebis sxvadasxva tipebi, rogoric aris
gamomarileb, nalesobis gafxviereba da ferweruli fenis aqercvl. sagulisxmoa rom
mxatvrobis am nawilze SeiniSneba monatuli nalesobis fragmentebis permanentuli cvena.

SeniSvna: maRalia axali danakargis riski

Critical areas, need to be monitored
kritikuli monakveTebi

Critical areas, need to be treated
gadaudebeli, kritikuli monakveTebi
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gadaudebeli, kritikuli monakveTebi
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#22. The presented area has several condition phenomena: Main 
deteriorations are related to salt activity, flaking and powdering of paint 
layers, delamination and powdering of plaster layers.

Note: Based on the monitoring missions undertaken in December 2022,
March, April, July and October 2023, the wall painting deterioration
process is active. The state of the condition is critical and there is a high
risk of paint loss.

mocemul monakveTze vxvdebiT gamomarilebis sxvadasxva
tips, nalesobis ganSrevabas da gafxvirebas, ferweruli
fenis aqercvla, gafxvierebis rTul formebs.
SeniSvna: 2022 wlis dekemberSi, 2023 wlis martSi, aprilSi,
ivlissa da oqtomberSi ganxorcielebuli misiebis
safuZvelze dgindeba, rom kedlis mxatvrobis dazianebis
procesi kvlav aqtiuria. mdgomareoba kritikulia da
maRalia mxatvrobis dakargvis riski.
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